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REV. ECN Description Name Date
HGI Part No. 09/01/2024 [l HENRY Wik | TEREFEH EEHR ZEA | ZEHH
JTP (/(15, B ECN-HT23040 Change the material from TP2 to T2 Qiu Leixin | 2023/12/26
11152-14 APPROVED DOCUMENT
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Technical requirements:
1. Copper tube must comply with ASTM B280 or AS 1432-1966 99.90% min Cu; Description Pipe %;;;(CU) 7D( 8 Dia
4 WA - ASTM B280 BRAS 1432-1966451E, 5t/ & 41 99.90%; ek fﬁo UL
2. No sharp edges or shoulders. All changes in shape must be with a smooth and EmE M040201833 Bk B
suitable radius for maximum strength; Material Master No. 040201833 Drawing Size
VA CLRIRR, BT TR 7 AR T 0 9 ELE T Rk R R i M
3. Minimum Wall thickness is the minimum wall thickenss anywhere within the fitting after forming; Material T2 Sheet Number 11
/B A R AE R B B L N . N—
Attribute . Third Angle Projection
Bi 7/8 Dia e o=
. 0 Decimal Place|l Decimal Place]2 Decimal Place| 0 Decimal Placell Decimal Place Estimated Weight| Approved_by .
Linear i 1;@1\ # zfls‘uJ\ % Angular E¥ e 16 Sy 8.58g o Julian Parker | 2023/12/26
Dimensions Dimensions Ra Scale Checked_by
BMR +1.0 +0.2 +0.05 AERYT +2° +0.5° WA 2:1 wE Leo Wu 2023/12/26
Tolerance l;g!;j; 3}2{‘;’ Otherwise %;]"; o mm Dr;‘”é‘-by Reuben Fan | 2018/8/13 ®
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